
Material Gpa

Polypropen 1,5-2,0

Polystyren 3,0-3,5

Nylon 2,0-4,0

Kolfiber, UD 230-780

E-glas 73

Magnesium 45

Aluminium 69

Mässing 100-125

Brons 100-125

Titan 116

Koppar 117

Smidesjärn 190-210

Stål 210

Beryllium 287

Molybden 329

Volfram 400-410

Kiselkarbid 450

Osmium 550

Volframkarbid 450-650


